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Abstract— One crucial issue for the application of scintillation
crystals in future high-energy physics experiments is radiation
damage in a severe radiation environment, such as the high
luminosity large hadron collider. While radiation damage
induced by ionization dose in inorganic scintillators is well
understood, investigations are ongoing to understand radiation
damage induced by hadrons, including both charged hadrons
and neutrons. Aiming at understanding neutron-induced
radiation damage in fast inorganic scintillators, lutetium yttrium
oxyorthosilicate (LYSO)/lutetium fine silicate (LFS), BaF2 , and
PWO crystals were irradiated at Los Alamos Neutron Science
Center by a combination of particles, including neutrons,
protons, and γ -rays. The results indicate that LYSO/LFS and
BaF2 crystal plates are radiation hard up to a 1-MeV equivalent
neutrons fluence of 9 × 1015 equivalent neutron (neq )/cm2 , but
not PWO, and the neutron-induced radiation damage in LYSO
crystals is a factor of ten less than protons.
Index Terms— BaF2 , LYSO, neutron, PWO, radiation damage,
scintillators.

I. I NTRODUCTION

P

HOTONS and electrons are fundamental particles. Total
absorption electromagnetic calorimeter (ECAL) made
of inorganic crystal scintillators provides the best energy
resolution and detection efficiency for photon and electron
measurements, enhancing physics discovery potential for
high-energy physics (HEP) and nuclear physics experiments.
It is thus the choice of those experiments where ultimate
energy resolution is required. One crucial issue, however,
is the radiation damage of inorganic scintillators in the
radiation environment expected by future HEP experiments
at, e.g., the high luminosity large hadron collider (HL-LHC).
With a 5 × 1034 cm−2 s−1 luminosity and a 3000 fb−1
integrated luminosity, the HL-LHC will present a radiation
environment for the endcap ECAL, where up to 130-Mrad
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ionization dose, 3 × 1014 charged hadrons/cm2, and
5 × 1015 1-MeV equivalent neutron (neq )/cm2 are expected [1].
Ionization dose-induced radiation damage in bulk
calorimeter crystals, including color center kinetics, dose
rate-dependent or independent damage for crystals with or
without recovery, respectively, and damage mechanism, is well
understood [2]. Charged hadron-induced damage was also
investigated recently [3], [4], but not neutron-induced damage.
Bright, fast, and radiation hard cerium-doped lutetium
yttrium oxyorthosilicate (Lu2(1−x )Y2x SiO5 :Ce or LYSO) crystals were proposed for a LYSO/W Shashlik sampling calorimeter for the compact muon solenoid (CMS) upgrade for the
HL-LHC [5]. Total-absorption LYSO crystal calorimeters were
also proposed for the SuperB experiment in Europe [6]
and the Mu2e experiment at Fermilab [7]. A total absorption LYSO calorimeter for the COherent Muon to Electron
Transition (COMET) experiment at Japan Proton Accelerator
Research Complex (J-PARC) [8], a 3-D imaging calorimeter
for the high-energy cosmic radiation detection (HERD) facility
experiment in space [9], and a CMS barrel timing layer (BTL)
for the HL-LHC are under construction, where 4.8-Mrad ionization dose, 2.5 × 1013 charged hadrons/cm2, and 2.9 × 1014
neq /cm2 are expected at the largest rapidity (η = 1.45) [10].
Table I lists the radiation level as a function of rapidity
expected by the CMS minimum ionization particle (MIP)
timing detectors (MTDs) at the HL-LHC. The radiation level
at the barrel is an order of magnitude less than the endcaps.
One of the reasons for LYSO not being chosen for some
HEP experiments is its high cost due to its high melting
point and high raw material cost. Alternative cost-effective fast
crystals are under investigation. The Mu2e experiment at Fermilab, for example, is building an undoped CsI total absorption
calorimeter [11], [12] and considers an ultrafast yttrium-doped
barium fluoride (BaF2 :Y) total absorption calorimeter for its
upgrade Mu2e-II [13]. By using its ultrafast scintillation component with >0.5-ns decay time, a BaF2 calorimeter promises
an ultrafast BaF2 :Y calorimeter for Mu2e-II.
In this article, we report neutron-induced radiation damage
in LYSO, BaF2 , and lead tungstate (PbWO4 or PWO) crystals
irradiated at the Weapons Neutron Research facility of Los
Alamos Neutron Science Center (LANSCE) [14] with 1-MeV
equivalent neutron fluence up to 9.2 × 1015 neq /cm2 . Optical
and scintillation properties of fast crystal samples were measured at the Caltech HEP Crystal Laboratory before and after
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TABLE I
I NTEGRATED R ADIATION D OSE AND R ATE E XPECTED BY THE CMS MIP T IMING D ETECTOR AT THE HL-LHC

Fig. 1. Two schematics showing (left) 800-MeV proton beam line layout of
LANSCE and (right) Target 4 area with the neutron production target at the
center and the sample location at the East Port.

irradiations. The result of this investigation is important for
an optical-based radiation hard calorimeter [5] as well as the
CMS BTL detector at the HL-LHC.

Fig. 2. Particle production rate at the East Port of LANSCE per 800-MeV
proton hitting the target is shown as a function of the particle energy.

II. E XPERIMENTAL D ETAILS AND S AMPLES
Three neutron irradiation experiments 6991, 7332, and
7638 were carried out in 2015, 2016, and 2017, respectively,
at the East Port of LANSCE. Fig. 1 shows the 800-MeV proton
beam line layout of LANSCE (left) and the East Port at the
Target-4 site (right) [14]. Crystal samples were located in the
East Port about 1.2 m away from the neutron production target.
Fig. 2 shows the particle production rate per 800-MeV
proton hitting the neutron production target as a function of the
particle energy for neutrons, protons, and photons from 10−9 to
103 MeV, which were tallied on the sample volume (averaging)
at the East Port. These rates are calculated by using a Monte
Carlo N-Particle eXtended (MCNPX) transport package [15]
developed by LANSCE. Samples were irradiated by a combination of neutrons, protons, and photons. 1-MeV equivalent
neutron fluence is calculated by the neutron rate, as shown
in Fig. 2, according to the nonionizing energy loss (NIEL)
cross section as a function of the neutron energy [16].
In experiment 6991, a total of 18 lutetium fine silicate (LFS,
which is identical to LYSO in performance) plates of 14 mm ×
14 mm × 1.5 mm were attached to three plastic bars as shown
in Fig. 3 (left). These LFS/LYSO plates were produced at
Beijing Opto-Electronics Technology Company, Ltd. (OET) in
a joint venture with Zecotek Photonics Inc. Fig. 3 (right) shows
the sample holder. The LFS/LYSO plates were divided into

Fig. 3. Two photographs showing (left) three LFS plate bars and (right)
sample holder hosting samples for experiment 6991.

three groups of six each in the holder, which was downloaded
into the East Port before irradiation, and were retrieved one
group at a time after 13.4, 54.5, and 118 days.
In experiment 7332, a total of 36 samples produced by
Shanghai Institute of Ceramics (SIC), including 12 each of
LYSO plates of 10 mm × 10 mm × 5 mm, and BaF2 and
PWO plates of 15 mm × 15 mm × 5 mm, were divided
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Fig. 4. (Right) 3-D sketch of the sample holder with three chambers. (Left)
Cross section showing samples in one chamber, where half samples at the
bottom were shielded by (top) 5-mm Pb cup and another half were not for
experiment 7332.

Fig. 5.
(Right) 3-D sketch of the sample holder with three chambers.
(Left) Cross section showing samples in one chamber, where half samples
at the bottom are shielded by (middle) 5-mm Pb and another half are not for
experiment 7638.
TABLE II
I NTEGRATED PARTICLE F LUENCES AND D OSE FOR THE C RYSTAL
S AMPLES I RRADIATED IN E XPERIMENT 6991

into three groups of four samples of each crystal type in each
group. Half of the samples were placed inside a 5-mm-thick
Pb cup as shown in Fig. 4 (top). Fig. 4 also shows a 3-D sketch
of a plastic sample holder with three chambers (right) and its
cross section (left). The three groups were retrieved one group
at a time after 21.2, 46.3, and 120 days. This 5-mm lead shielding reduced the ionization dose by about 30% integrated over
the γ -ray spectrum, but had no effect on the neutron fluence.
In experiment 7638, six LYSO plates of 10 mm × 10 mm ×
1.5 mm produced by SIC, six LYSO plates of 10 mm ×
10 mm × 3 mm produced by Sichuan Tianle Photonics
Company, Ltd. (Tianle), and three LuAG plates of 14 × 1
mm3 produced by SIC were divided into three groups of five
each. They were retrieved one group at a time after 21, 48, and
102 days. In addition, eight each of BaF2 :Y and BaF2 plates of
10 mm × 10 mm × 2 mm produced by SIC and Beijing Glass
Research Institute were also in groups 1 and 3, and irradiated
for 21 and 102 days, respectively. Similar to experiment 7332,
half of the samples were placed inside 5-mm-thick Pb cups
shown in Fig. 5 (middle). Fig. 5 also shows a 3-D sketch of a
plastic sample holder with three chambers (right) and its cross
section (left).
Tables II–IV list the integrated particle fluences and dose for
three groups of samples without lead shielding in experiments
6991, 7332, and 7638, respectively. Fluence of fast neutrons
(>1 MeV), very fast neutrons (>20 MeV), 1-MeV equivalent
neutrons (in bold), protons (>1 MeV), and photon doses are
also shown in these tables. The error of the neutron fluence
is about 10%. The corresponding 1-MeV equivalent neutron
fluences are up to 9.2, 8.3, and 6.7 × 1015 neq /cm2 for
experiments 6991, 7332, and 7638, respectively. We note that
the proton fluence is about 800 times lower than the 1-MeV
equivalent neutron fluence.
All samples were wrapped with aluminum foil to avoid
optical bleach and were stored at room temperature.

TABLE III
I NTEGRATED PARTICLE F LUENCES AND D OSE FOR THE C RYSTAL
S AMPLES I RRADIATED IN E XPERIMENT 7332

Their optical and scintillation performance was measured
before and after irradiation. The time elapsed between the
end of the irradiation and the laboratory measurement was
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TABLE IV
I NTEGRATED PARTICLE F LUENCES AND D OSE FOR THE C RYSTAL
S AMPLES I RRADIATED IN E XPERIMENT 7638

about 180, 145, and 85 days for groups 1, 2, and 3, respectively. Our previous investigation shows that no recovery
was found in BaF2 [2] and LYSO [18] at room temperature
after irradiation. Emission spectrum of the samples was measured by using an Edinburgh Instruments FLS920 spectrometer. The transmittance spectrum was measured by using a
PerkinElmer Lambda 950 spectrophotometer with 0.15% precision. Emission-weighted longitudinal transmittance (EWLT)
was calculated using

T (λ)Em(λ)dλ
(1)
EWLT = 
Em(λ)dλ

Fig. 6.
Transmittance spectra measured before (black) and after (red)
irradiation are shown for one sample each of (top) LYSO, (middle) BaF2 ,
and (bottom) PWO plates without Pb shielding in experiment 7332.

where T (λ) and Em(λ) are transmittance and emission spectra.
The EWLT value provides a numerical representation of the
transmittance over the entire emission spectrum.
Radiation-induced absorption coefficient (RIAC) was calculated as
 
T0
1
(2)
RIAC = ln
l
T1

III. R ESULTS AND D ISCUSSION

where l is the crystal length and T0 and T1 are the
transmittances before and after irradiation, respectively. The
precision of the RIAC values is about 3.5 and 1 m−1 for
1.5- and 5-mm-thick samples, respectively [17].
The light output (LO) of the LYSO samples before and after
irradiation was measured by a Hamamatsu R1306 photomultiplier tube (PMT) with a grease coupling for 0.662-MeV γ rays from a 137 Cs source. The LO of BaF2 thin plates before
and after irradiation was measured by using a Hamamatsu
R2059 PMT with a grease coupling for 0.511-MeV γ -rays
from a 22 Na source with a coincidence trigger. The systematic
uncertainty of these measurements is about 1%.
According to the results of the proton irradiation experiment carried out with 800-MeV protons in the blue room at
LANSCE [17], the RIAC values induced by the maximum
proton fluence of 1.2 × 1013 p/cm2 in LYSO crystals is
less than 0.1 m−1 , which is two orders of magnitude smaller
compared to the observed damage at a level of 10 m−1 in these
experiments.
On the other hand, the RIAC values in LYSO crystals
induced by the maximum ionization dose of 5.7 Mrad is

about 1 m−1 in average for LYSO crystals from six vendors [18], so is also an order of magnitude smaller than the
10 m−1 observed in these experiments. The 5-mm lead shielding applied to half of the samples in experiments 7332 and
7638 thus causes a negligible effect on the radiation damage.

Fig. 6 shows transmittance spectra before (black) and
after (red) a 1-MeV neutron equivalent fluence of 8.3 ×
1015 neq /cm2 for one sample each of (top) the LYSO, (middle)
BaF2 , and (bottom) PWO plates without Pb shielding in
group 3 of experiment 7332. Also shown in the figure are
the emission spectra (dashed lines), and the theoretical limit
of transmittance (black dots) calculated by using crystal’s
refractive index assuming multiple bounces and no internal
absorption [19]. Excellent optical quality was observed in
these samples before irradiation. Also listed in the figure are
the numerical EWLT values of 77.0%, 87.3%, and 67.2%, and
71.4%, 74.4%, and 39.6%, respectively, for LYSO, BaF2 , and
PWO before and after 8.3 × 1015 neq /cm2 , indicating a much
better radiation hardness of LYSO and BaF2 than PWO.
Fig. 7 shows the LO as a function of the integration time
measured before (black) and after (red) irradiation for one
sample each of (top) the LYSO, (middle) BaF2 , and (bottom)
PWO plates without Pb shielding in group 3 of experiment
7332. Both the LYSO and BaF2 plates show a degradation of
about 22%, which is consistent with the 25% loss observed in
the LFS/LYSO plates in experiment 6991. Since the LO of the
PWO samples in group 3 was too low to be measured, Fig. 7
shows instead a PWO sample in group 2 after a neutron fluence
of 3.7 × 1015 neq /cm2 , which is less than half of group 3.
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Fig. 7. LO measured before (black) and after (red) irradiation are shown
as a function of the integration gate for one sample each of (top) LYSO,
(middle) BaF2 , and (bottom) PWO plates without Pb shielding irradiated in
experiment 7332.

Fig. 8. RIAC values are shown as a function of 1-MeV equivalent neutron
fluence for 36 LYSO, BaF2 , and PWO plates irradiated in experiment 7332.

These data show that the LYSO and BaF2 plates are radiation
hard up to 8.3 × 1015 neq /cm2 , but not the PWO plates.
Fig. 8 shows the RIAC values at the emission peak as a
function of 1-MeV equivalent neutron fluence for 36 LYSO
(circles), BaF2 (squares), and PWO (triangles) plates with

Fig. 9. Normalized LO is shown as a function of 1-MeV equivalent neutron
fluence for the LYSO, BaF2 , and PWO plates irradiated in experiment 7332.

(open) and without (solid) 5-mm lead shielding irradiated in
experiment 7332, and the corresponding linear fits. While the
average RIAC values after a 1-MeV neutron fluence of 8.3 ×
1015 neq /cm2 are 14, 50, and 97 m−1 , respectively, for the
LYSO, BaF2 , and PWO plates without 5-mm Pb shielding,
they are 7.3, 44, and 111 m−1 with Pb shielding. These
numerical values indicate that the Pb shielding might reduce
the damage level in LYSO and BaF2 , but not in PWO, which
can be explained by the fact that the damage induced by the
ionization dose is much smaller than the damage induced by
neutrons. The observed difference between with and without
lead shielding thus is due to the sample-dependent variation.
It is also interesting to note that BaF2 and PWO are a factor
of four and ten radiations softer than LYSO in terms of the
radiation-induced absorption.
Fig. 9 shows the LO values of samples normalized to their
LO values before irradiation (normalized LO) as a function
of 1-MeV equivalent neutron fluence for 36 LYSO, BaF2 , and
PWO plates irradiated in experiment 7332. Each LO value is
an average of two samples irradiated under the same condition.
The normalized LO values after a 1-MeV equivalent neutron
fluence of 8.3 × 1015 neq /cm2 are 77% and 76%, respectively,
for the LYSO and BaF2 plates without Pb shielding, and
80% and 80% with Pb shielding. It is clear that these LYSO
and BaF2 plates survive a 1-MeV equivalent neutron fluence
of 8.3 × 1015 neq /cm2 well and are much more radiation
hard than PWO. It is also noticed that BaF2 shows a larger
radiation damage than LYSO after a low neutron fluence and
is comparable to LYSO after a high fluence. This observation
is consistent with ionization dose-induced damage in bulk
calorimeter size crystals [18].
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neutron-induced radiation damage RIAC at 430 nm = 1.4 ×
10−15 Fn with a correlation coefficient (CC) of 0.71, where
Fn is the 1-MeV equivalent neutron fluence. This result also
shows that the LYSO plates survive a 1-MeV equivalent
neutron fluence up to 9 × 1015 neq /cm2 . We also notice that
neutron-induced radiation damage in LYSO is a factor of ten
less than damage induced by 800 MeV protons [18], [20].
This difference may be attributed to the additional ionization
energy loss contribution from protons when compared to
neutron-induced displacement and nuclear breakup damage.
Fig. 11 shows the normalized LO as a function of 1-MeV
equivalent neutron fluence for 18 LFS/LYSO plates from OET
irradiated in experiment 6991 (black), 12 LYSO plates from
SIC irradiated in experiment 7332 (red), and 6 LYSO plates
from Tianle irradiated in experiment 7638 (blue). Similar to
Fig. 10, LYSO plates from different vendors show consistent
neutron-induced radiation damage
IV. S UMMARY

Fig. 10.
RIAC values at the emission peak are shown as a function
of 1-MeV equivalent neutron fluence for the LFS/LYSO plates from three
vendors irradiated in three experiments.

Fig. 11. Normalized LO is shown as a function of 1-MeV equivalent neutron
fluence for the LYSO plates from three vendors irradiated in three experiments.

We have investigated neutron-induced radiation damage
for LYSO/LFS, BaF2 , and PWO crystals at the East Port of
LANSCE. LYSO crystals show the best radiation hardness
among all tested crystals. Less than 25% LO loss is observed
in 14 mm × 14 mm × 1.5 mm plates after a 1-MeV equivalent
neutron fluence up to 9 × 1015 neq /cm2 . The RIAC at the
emission peak can be factorized as RIAC at 430 nm = 1.4 ×
10−15 Fn for commercial LYSO crystals. Such a performance
meets CMS BTL radiation hardness specification: RIAC <
3 m−1 after a 1-MeV equivalent neutron fluence of 3 × 1014
neq /cm2 . Investigation will continue to qualify LYSO crystals
from various vendors for the CMS BTL application and to
understand performance of fast inorganic scintillators for
future HEP experiments at the proposed future circular hadron
collider (FCC-hh) facility, where 1018 neq /cm2 is expected.
BaF2 shows neutron-induced radiation damage larger than
LYSO at a low neutron fluence and comparable to LYSO at
a high fluence. This observation is consistent with ionization
dose-induced damage in BaF2 [18]. Investigation will continue
on BaF2 :Y crystals, and to compare damage in various inorganic crystal scintillators induced by ionization dose, protons,
and neutrons.
PWO crystals are found radiation soft against neutrons,
which would limit its use in severe radiation environment.
While both protons and neutrons cause damage in inorganic scintillators, damage induced by protons is about an
order of magnitude larger than that from neutrons, which is
attributed to ionization energy loss by protons, in addition to
hadron-specific damages caused by displacement and nuclear
breakup.
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